MARLYN

SBEEI- | FLOOR-CEILING ASSEMBLIES
ECKS,INC.
WITH COMPOSITE DECK
Restrained Type Concrete U.L. Unrestrained
Assembly of Thickness & Classified Deck Type Design Beam
Rating Protection Type (1) No. (2, 3, 4) Rating
3fy Hr. Unprotected Deck 212" LW ::gigg:’ggg gg:g ) ; ::
Exposed Grid 212" NW 1.5CF,2CF,3CF D216 2,3 Hr.
2" NWELW 2CF,3CF D743 1,1.5,2,3 Hr.
1.5CF,2CF,3CF D703 1.5 Hr.
Cementitious s 1.5CF,2CF,3CF D712 2 Hr.
IS 1.5CF,2CF,3CF D722 1,1.5,2 Hr.
1.5CF,2CF,3CF D739 1,1.5,2,3,4 Hr.
2" NW&LW 1.5CF,2CF,3CF D859 1,1.5,2,3 Hr.
. 1.5CF,2CF,3CF D832 1,1.5,2,3 Hr.
Sprayed Fiber 21/ NW&LW 2CF,3CF D847 1,1.5,3 Ar.
1Hr
: 1.5CF,2CF,3CF D858 1,1.5,2,4 Hr.
1.5CF,2CF,3CF D902 1,1.5Hr.
1.5CF,2CF,3CF D914 TH.
21" LW 1.5CF,2CF,3CF D916 1,1.5,2,3 Hr.
1.5CF,2CF,3CF D918 1,1.51r.
Unprotected Deck 1.5CF,2CF,3CF D919 1,1.5 Ar.
1.5CF,2CF,3CF D902 1,1.5Hr.
1.5CF,2CF,3CF D916 1,1.5,2,3 Hr.
1y ’ 1 1 yib=y
L 1.5CF,2CF,3CF D918 1,1.5Hr.
1.5CF,2CF,3CF D919 1,1.5Hr.
Gypsum Board 27" NW 1.5CF,2CF,3CF D502 1.5,2 fir.
2" NW&LW 2CF,3CF D743 11.5,2,3Hr.
1.5CF,2CF,3CF D703 1.5 Hr.
Cementitious o 1.5CF,2CF,3CF D712 7 Hr.
2NN 2CF,3CF D722 1,1.5,2 r.
1.5CF,2CF,3CF D739 1,1.5,2,3,4 Hr.
2" NW&LW 1.5CF,2CF,3CF D859 1,1.5,2,3 Hr.
. 1.5CF,2CF,3CF D832 1,1.5,2,3 Hr.
b SBrayed gy 21/ NW&LW 2CF,3CF D847 11.5,3 fr.
' 1.5CF,2CF,3CF D858 1,1.5,2,4 Hr.
1.5CF,2CF,3CF D902 11.5Hr.
3 LW 1.5CF,2CF,3CF D916 1,1.5,2,3 Hr.
1.5CF,2CF,3CF D919 1,1.5 Hr.
Unprotected Deck 1.5CF,2CF,3CF D302 1,1.5 Hr.
. 1.5CF,2CF,3CF D916 1,1.5,2,3 Hr.
4"NW 1.5CF, 2CF,3CF D918 1,1.5Hr.
1.5CF,2CF,3CF D919 1,15 Hr.
Exposed Grid 27" NW 1.5CF,2CF,3CF D216 2,3 Hr.
Gypsum Board 212" NW 1.5CF,2CF,3CF D502 1.5,2 Hr.
2*NW&LW 2CF,3CF D743 1,1.5,2,3 fr.
. 1.5CF D746 1,1.5,2,3 fir.
AW 1.5CF,2CF,3CF 0752 115,21,
1.5CF,2CF,3CF D703 1.5Hr.
2 Hr. 1.5CF,2CF,3CF D712 2 Hr.
1.5CF,2CF,3CF D716 15,2 fr.
Usmestitious 21/ NWELW 2CF,3CF D722 11.5,2 Ar,
1.5CF,2CF,3CF D739 1,1.5,2,3,4 r.
2CF,3CF D745 1,1.5,2 Hr.
1.5CF,2CF,3CF D755 1,1.5,2,3 Hr.
o 2CF,3CF D730 1.5,2 fir.
2'/" NW 7.5CF,2CF ,3CF D742 T1.5Ar.
NOTES:

1. Concrete thickness is thickness of slab above deck, in.

2. Refer to the U.L. "Fire Resistance Directory” for the necessary construction details.

Please visit our website at www.MarlynSteel.com
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3. Deck finish shall be galvanized







